L & SIMON

KornungsgrofRe

Normale Kérnung

US-Standard

FEPA-Standard

KorngroRe in p

# 30 # 30/40 D602 600/425
# 40 # 40/50 D427 425/300
# 50 # 50/60 D301 300/250
# 60 # 80/80 D252 250/180
# 80 # 80/100 D181 180/150
# 100 # 100/120 D151 150/125
# 120 # 120/140 D126 125/106
# 140 #140/170 D107 106/90
# 170 # 170/200 D91 90/75
# 200 # 200/230 D76 75/63
# 230 # 200/270 D64 63/53
# 270 # 270/325 D54 53/45
# 325 # 325/400 D46 45/38







